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Gustav Wolf Wire Rope (Suzhou) Co., Ltd.
Tel:+86(512) 66939388

Fax:+86(512) 66939188
E-mail:info@gustav-wolf.com.cn
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Manufacture license: (73) XK05-005-00020

B
EN10204 / ISO4344

Inspection certificate
EN10204 / 1SO4344
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Company

ARRsS

Order
REUEHBRS
Quality certificate No
EmES

Article No.

ARER

Nominal diameter

LBRE

Actual diameter

KE

Length

HE

Net weight

%

Construction

7373

Type and direction of lay
HLh R

Tensile grade
R

Finish

B/ MTR A
Min. breaking load
SRR TR A

Actual breaking load

HI w5
GWC—reel—No.

ZHEB

Delivery date

ML BRI S R

Individual wire test

TN BN AR IRA A
VTSP25307
2025061803

761208040

8.15
4000*4 m
3888.0 kg
PAWO F3

Regular Lay right lay
1570 N/mm?2
Bright

38 kN
41.21 kN
526541.01/02/03/04

2025/6/18
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wire

AMEEZE 1)
norminal diameter
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actual diameter
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breaking load
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tensile strength | = ITEL 3)

bending

HEEREL 4)

torsion

(mm) (mm) (N) (N/mm?2)

8*1
8*9
8*9

0.60
0.30
0.51

1570
1570
1570 17 38

127
353

0.300
0.510

ghER
Result

H6r 56 551 H

Inspection item

A 22 48 S

ass
Appearance P

Pk

as
Loose P

G\W.C

N

2025/6/1
Date 025/6/16
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Li Baobao Cj
FEEIATISO 3178454k, Itis certified that this rope conforms to 1SO 3178.

“CYCH1 Passe
PR A BS 302 At 1 ~ 4#4) . Itis certified that this rope fulfills the BS 302 part 1 ~ 4.

7= 2 H DIN EN 12385 and DIN EN 1026445 AR 45#E. This rope delivery corresponds to the technical terms of delivery to- DIN EN 12385 and DIN EN 10264
1) Tk E A= HAR . Specified by the manufacturer. 2) P sn R M ATISO 6892F51E. Tensile test according to ISO 6892.
3) k1A% 4 4T1SO 780145k, Reverse Bend test according to 1ISO 7801.  4) ik 471SO 7800451 . Torsion test according to 1ISO 7800.
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